d Sun-Tech

40 P Tupudana Industrial Area,Ranchi-834003, Jharkhand

Sun-Tech  TEL.- 7808266661/3
Industrial & Analytical Testing laboratory

TEST REPORT

Test Report No. ST/TR/25/10/2798 Job Code: M 0531025
Date of receipt 17-10-2025 Date of Issue of Test Report 22-10-2025

NARSHINGH ISPAT LIMITED
VILL.:- KHUNTI CHOWKA, KANDRA ROAD,
DIST.:SERAIKELA KHARSAWAN

Customer's Name &
Address

Customer's Letter No. |LETTER REF. NO.:- NIL

SAMPLE DETAILS:

Sample No. 40120, 40121, 40122 Material/ Iltem: STACK EMISSION MONITORING
Material Condition GOOD Enwr_o_nrnental Laboratory Tem;_)erature at time of
condition: Analysis : 27°C
Standard Applicable ! Deviation in testing
for Testing 1ST12R (PAreL.AT) from Standard NO
Stack Name Sinter Plant Production Capacity - Stack Dia (M) 1.2
. Height of Sampling
Stk Helghtiron 30.00 point from ground 12 Stack Temp. 81°C
ground level (M)
level(m)
Average Velocity Burning of Flow rate
(m/sec.) — Fuel Used Coke Breeze (Nm*/Min.) 28z
Nature of Industry Iron And Steel Industry Stack Shape Circular Date of Sampling 17-10-2025
Control Measure - Barometric Pressure 758mmHg Total No. of Oven -
Sampling Done by Laboratory Dene by Customer
Sampling Location N - 22°56'35" E - 85°58'13"
If, Sampling Done By |Sampling Method/ Sampling Plan ST/SOP/SE/01
Laboratory Environmental Condition Temperature 28°C
Sample Collected by Sukanta,Tanmay.
Sample analysis Start Date: 17-10-2025 Sample analysis End Date: 22-10-2025
MATERIAL STACK Discipline/ Group CHEMICAL / ATMOSPHERIC POLLUTION
Unit of
S. No. SAE Test Parameters Method Reference Test Result
No. Mesurement

1 40120 PM (Particulate Matter) 1S: 11255 (Part-1) mg/Nm? 38.40

2 40121 SO, (Sulphur Dioxide) 1S: 11255 (Part-2) mg/Nm? 65.80

3 40122 NO,; (Oxide of Nitrogen) 1S: 11255 (Part-7) mg/Nm? 34.14

REMARK (if any) :- OK

Done by:- Sukanta, Tanmay.

*iii*it******l*EN D OF REPORT******************

Declarations: 1. The test results relates only to the sample as received or sampled for testing and as per applicable parameters. 2. The report can not be
used as an evidence in the court of law , without written approval of Laboratory can provide assurance that parts of a report are not taken out of context. 4.
All disputes subject to Ranchi Jurisdiction only.
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Sun-Teoch

Sun-Tech

40 P Tupudana Industrial Area,Ranchi-834003, Jharkhand

_ TEL.- 7808266661/3
Industrial & Analytical Testing laboratory

TEST REPORT

Test Report No.

ST/TR/25/10/2799 Job Code: M 0531025

Date of receipt

17-10-2025 Date of Issue of Test Report 22-10-2025

Customer's Name &
Address

NARSHINGH ISPAT LIMITED
VILL.:- KHUNTI CHOWKA, KANDRA ROAD,
DIST.:SERAIKELA KHARSAWAN

Customer's Letter No.

LETTER REF. NO.:- NIL

SAMPLE DETAILS:

Sample No. 40117, 40118, 40119 Material/ Item: STACK EMISSION MONITORING
iatorial Condition GOOD Enwr.o_nmental Laboratory Tempferature at time of
condition: Analysis : 27°C
Standard Applicable ] Deviation in testing
for Testing IS11285 (Part-1,2,7) from Standard s
Stack Name Boiler Production Capacity 4 MW Stack Dia (M) 1.5
: Height of Sampling
T 40.00 point from ground 15.00 Stack Temp. 140°C
ground level (M)
level(m)
Average Velocity i Flow rate
(misec.) 7.41 Fuel Used Electric (Nm*/Min.) 22.87
Nature of Industry Iron And Steel Industry Stack Shape Circular Date of Sampling 17-10-2025
Control Measure - Barometric Pressure 758mmHg Total No. of Oven -
Sampling Done by Laboratory Done-by-Gustemer
Sampling Location N - 22°56'35" E -85°58'13"
If, Sampling Done By [Sampling Method/ Sampling Plan : ST/ISOP/SE/01
Laboratory Environmental Condition Temperature 28°C
Sample Collected by Sukanta,Tanmay.
Sample analysis Start Date: 17-10-2025 Sample analysis End Date: 22-10-2025
MATERIAL STACK Discipline/ Group CHEMICAL / ATMOSPHERIC POLLUTION
Unit of
S. No. Sample Test Parameters Method Reference Test Result
No. Mesurement
1 40117 PM (Particulate Matter) I1S: 11255 (Part-1) mg/Nm? 14.15
2 40118 SO;(Sulphur Dioxide) IS: 11255 (Part-2) mg/Nm? 7012
3 40119 NO, (Oxide of Nitrogen) IS: 11255 (Part-7) mg/Nm? 40.20

REMARK (if any) :- OK

Done by:- Sukanta, Tanmay.

***********#ﬂ**EN D OF REPORT*****ii**i********

1Declarations: 1. The test results relates only to the sample as received or sampled for testing and as per applicable parameters. 2. The report can not be
used as an evidence in the court of law , without written approval of Laboratory can provide assurance that parts of a report are not taken out of context. 4.
All disputes subject to Ranchi Jurisdiction only.
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